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QUALIFIED CORRUGATED METALLIC-COATED STEEL
CULVERT PIPE, PIPE-ARCHES
AND END SECTIONS
FIELD SECTION 1020 TABLE 1

The galvanized sheet manufacturers listed below have on file a qualified Sheet Manufacturer's
Certified Analysis and Guarantee for the kindof base metal and brand shown.

AK Steel Corporation
Middletown, OH ‘(

(4/95)

Armco Steel Corporation A R M c o

Middletown, OH v

Bethlehem Steel Corporation
Bethlehem, PA

BSCO BETHCON .064 Ga OZ (HEAT NO.) ASTM A929/AASHTO M218
(COIL NO.)
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QUALIFIED CORRUGATED METALLIC-COATED STEEL
CULVERT PIPE, PIPE-ARCHES
AND END SECTIONS
Field Section 1020 Table 1 (Cont'd)

Granite City Steel

Granite City Steel Division of
Granite City, IL National Steel
(12/99) Corporation

Gulf States Steel Company

GULF STATES
STEEL

ARSDEN, ALABAMA

TI-CO

Gadsden, AL

Inland Steel Company

Chicago, IL

Jones and Laughlin Steel Corp.

JALZINC

Pittsburgh, PA

niiseinl & BLARESS b ETEEL Bl o n
|mdE OF PFLARTI
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LTV Steel Company

Cleveland, OH

Midwest Steel Division
National Steel Corporation

Portage, IN

Republic Steel Corporation

Cleveland, OH
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Steel Dynamics
Butler, IN 46721

(7/01)

U. S. Steel Corporation

Pittsburgh, PA

TRADE MARK

STEES

WCI Steel, Inc.

o m,

Wheeling-Pittsburgh Steel Corporation mam

Wheeling, WV ETEEL COMFORATION

Worthington Steel

W. S Delta HDG G210
Delta, Ohio
(7197)
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